CEWIBRIT

Cembrit Patina Signature

Facade Boards

Cembrit Patina Signature is based on the popular
Patina Original and the rustic Patina Rough,
together offering you a new design on a base of
legacy and trusted quality.

The requested design can be embossed in two ways
- adding a new type of expression to the building -
and serving as a true reflection of your creative

vision.
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You can choose to dedicate a specific limited area
of the facade and make it stand out from the rest or
go big and expand the design to cover the entire
facade. Combine it with the other Patina boards and
you are ready to stand out.

Cembrit Patina Signature is available in the five
timeless colours already known from Cembrit Patina
Rough and Cembrit Patina Inline.
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CEWIBRIT

Cembrit Patina Signature

Dimension tolerance (EN 12467, Level I)
Thickness (6 mm < e <20 mm)

Width (1000 mm < a <1600 mm)

Length (1600 mm < Length)

*a is the nominal width or length, e is the nominal thickness

Physical properties

Density, dry minimum (EN12467)
Density, dry avarage (EN12467)

Weight (incl. 10% moisture)*

Moisture content (on dispatch ex works)

* Nominal value may vary depending on the conditions

Mechnical properties (EN 12467)
Modulus of elasticity

E-module along grain, ambient
E-module across grain, ambient
E-module along grain, wet

E-module across grain, wet

Bending strength (EN 12467)
Along grain, ambient

Across grain, ambient

Along grain, wet

Across grain, wet

Impact strength - Pendulum test Modified Charpy

Along grain, dry

Across grain, dry

Thermal properties

Thermal conductivity ( ISO 8301, EN 12667), Ao
Coefficient of thermal expansion

Temperature (air) in use

Frost resistance (average along/across)

Hygrothermal properties
Water absorption (24 hrs 105°C, 24 hrs in water)

Moisture movement (wet-dry-wet)
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CEWIBRIT

Cembrit Patina Signature

Water vapour transmission properties (EN 12572-C)
Water vapour transmission resistance (Z-value)

Water Vapour transmission resistance (Z-value)

Water vapour diffusion equivalent air layer thickness, Sd
Water vapour resistivity

Water vapour resistance factor, U

Water vapour resistance

Water vapour transmission

Fire Performance

Reaction to fire (EN 13501-1)

Other properties
Category, class (EN12467)

Impact resistance test (ETAG 034, ISO 7892), 8 mm

Max. Category IV

1Joule Passed

Hard body 3 Joules

10 Joules

10 Joules Passed

Soft bod 60 Joules
oft bo
Y 300 Joules

400 Joules

Evaluation Passed
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